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Overview: Yokri Well 114S flowline at Yokri/Sokebolou being raised for inspection. 
Picture taken during Joint Investigation of 15th August, 2011 

 

 
Close-up: Spill due to corrosion on Yokri Well 114S flowline at Yokri/Sokebolou. 

Picture taken during Joint Investigation of 15th August, 2011 
 


